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material: 
panel sizes: 
total thickness: 
finish front: 
fınish back 
finish edges 
total mass: 

Parmephon® wallpanel 20 mm 

Turkısh Acoustic
glasswool 
1200 x 600 mm 
20 mm 
glasstissue + fabric 
glass tissue 
plastered 
2,4 kg/m2 

volume reverberation room: 214 m3 

surface area sample: 10,8 m2 

heigth of the construction: O ,060 m 

measured at: laboratory conditions 

signal: broad-band noise 

bandwidth: 1/3 octave 
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manufacturer: 
material: 
panel sizes: 
total thickness: 
finish front: 
finish back 
finish edges 
total mass: 

Parmephon® wallpanel 40 mm 

Turkısh Acoustic
glasswool 
1200 x 600 mm 
40 mm 
glasstissue + fabric 
glass tissue 
plastered with a groove 
6,5 kg/m2 

volume reverberation room: 214 m3 

surface area sample: 10,8 m2 

heigth of the construction: 0,080 m 

measured at: laboratory conditions 

signal: broad-band noise 

bandwidth: 1/3 octave 

a.. (ISO 11654) = 1,00 

NRC (ASTM - C423) = 0,95 
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